Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974137

(None)

L-70-4

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082
0.1 08/29/09 0:04 SW 8082

EPA002467



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 1 of 36

EPA002468



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974138
Sample Source: (None)

L-74-8

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082
0.1 08/29/09 0:41 SW 8082

EPA002469



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 2 of 36

EPA002470



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974139
(None)
L-78-12

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 1:18

08/29/09 1:18

08/29/09 1:18

08/29/09 1:18

08/29/09 1:18

08/29/09 1:18

08/29/09 1:18

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

Analysis End

(If Applicable)

EPA002471



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 3 of 36

EPA002472



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974140
Sample Source: (None)
L-712-16

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082
0.1 08/29/09 1:55 SW 8082

EPA002473



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 4 of 36

EPA002474



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009 09:00
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974141

(None)

L-716 -20

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082
0.1 08/29/09 2:31 SW 8082

EPA002475



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 5 of 36

EPA002476



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974142

(None)

L-80-4

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082
0.1 08/29/09 3:08 SW 8082

EPA002477



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 6 of 36

EPA002478



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974143

(None)

L-84-8

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082
0.1 08/29/09 3:45 SW 8082

EPA002479



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 7 of 36

EPA002480



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974144
Sample Source: (None)

L-88-12

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 4:22

08/29/09 4:22

08/29/09 4:22

08/29/09 4:22

08/29/09 4:22

08/29/09 4:22

08/29/09 4:22

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

Analysis End

(If Applicable)

EPA002481



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 8 of 36

EPA002482



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974145
Sample Source: (None)
L-812-16

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082
0.1 08/29/09 4:59 SW 8082

EPA002483



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 9 of 36

EPA002484



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009 09:45
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974146

(None)

L-8 16 -20

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082
0.1 08/29/09 5:36 SW 8082

EPA002485



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 10 of 36

EPA002486



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974147
Sample Source: (None)

CC-70-4

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082
0.1 08/29/09 7:26 SW 8082

EPA002487



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 11 of 36

EPA002488



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974148
Sample Source: (None)

CC-74-8

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082
0.1 08/29/09 8:03 SW 8082

EPA002489



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 12 of 36

EPA002490



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974149
Sample Source: (None)
CC-78-12

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 8:40

08/29/09 8:40

08/29/09 8:40

08/29/09 8:40

08/29/09 8:40

08/29/09 8:40

08/29/09 8:40

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

Analysis End

(If Applicable)

EPA002491



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 13 of 36

EPA002492



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974150
Sample Source: (None)
CC-712-16

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082
0.1 08/29/09 9:17 SW 8082

EPA002493



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 14 of 36

EPA002494



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009 10:30
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974151
Sample Source: (None)
CC-716-20

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082
0.1 08/29/09 9:54 SW 8082

EPA002495



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 15 of 36

EPA002496



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND
ND
ND
ND

0.12

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974152
Sample Source: (None)

I-90-4

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 10:30
08/29/09 10:30
08/29/09 10:30
08/29/09 10:30
08/29/09 10:30
08/29/09 10:30

08/29/09 10:30

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002497



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 16 of 36

EPA002498



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974153
Sample Source: (None)

1-94-8

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 11:07
08/29/09 11:07
08/29/09 11:07
08/29/09 11:07
08/29/09 11:07
08/29/09 11:07

08/29/09 11:07

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002499



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 17 of 36

EPA002500



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974154
Sample Source: (None)

1-98-12

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 11:44
08/29/09 11:44
08/29/09 11:44
08/29/09 11:44
08/29/09 11:44
08/29/09 11:44

08/29/09 11:44

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002501



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002502



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974155
Sample Source: (None)

I-912-16

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 12:21
08/29/09 12:21
08/29/09 12:21
08/29/09 12:21
08/29/09 12:21
08/29/09 12:21

08/29/09 12:21

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002503



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 19 of 36

EPA002504



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009 12:45
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974156
Sample Source: (None)

I-9 16 - 20

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082
0.1 08/29/09 12:58 SW 8082

EPA002505



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.

Page 20 of 36

EPA002506



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974157
Sample Source: (None)

G-90-4

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 13:35
08/29/09 13:35
08/29/09 13:35
08/29/09 13:35
08/29/09 13:35
08/29/09 13:35

08/29/09 13:35

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002507



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002508



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
LKF
Aroclor 1221
LKF
Aroclor 1232
LKF
Aroclor 1242
LKF
Aroclor 1248
LKF
Aroclor 1254
LKF
Aroclor 1260
LKF

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974158
Sample Source: (None)

G-94-8

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 22:28
08/29/09 22:28
08/29/09 22:28
08/29/09 22:28
08/29/09 22:28
08/29/09 22:28

08/29/09 22:28

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002509



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002510



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974159
Sample Source: (None)

G-98-12

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 23:05
08/29/09 23:05
08/29/09 23:05
08/29/09 23:05
08/29/09 23:05
08/29/09 23:05

08/29/09 23:05

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002511



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002512



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974160
Sample Source: (None)
G-912-16

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/29/09 23:42
08/29/09 23:42
08/29/09 23:42
08/29/09 23:42
08/29/09 23:42
08/29/09 23:42

08/29/09 23:42

Analysis End

(If Applicable)

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

EPA002513



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002514



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/26/2009 14:00
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND
ND
ND
ND

6.14

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974161
Sample Source: (None)
G-9 16 - 20

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082
0.1 08/30/09 0:19 SW 8082

EPA002515



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002516



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974162

(None)

H-90-4

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082
0.1 08/30/09 0:55 SW 8082

EPA002517



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002518



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974163

(None)

H-94-8

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082
0.1 08/30/09 1:32 SW 8082

EPA002519



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002520



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974164
(None)
H-98-12

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/30/09 2:09

08/30/09 2:09

08/30/09 2:09

08/30/09 2:09

08/30/09 2:09

08/30/09 2:09

08/30/09 2:09

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

Analysis End

(If Applicable)

EPA002521



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002522



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974165
Sample Source: (None)
H-912-16

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082
0.1 08/30/09 2:46 SW 8082

EPA002523



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002524



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009 07:30
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis

Sample ID#:

Sample Source:

Client Sample

09974166

(None)

H-916 - 18

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082
0.1 08/30/09 3:23 SW 8082

EPA002525



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002526



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974167
Sample Source: (None)

CC-50-4

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082
0.1 08/30/09 4:00 SW 8082

EPA002527



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002528



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974168
Sample Source: (None)

CC-54-8

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082
0.1 08/30/09 4:36 SW 8082

EPA002529



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002530



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974169
Sample Source: (None)

CC-58-9

Client Sample

MPM Silicones LLC

MDL

0.1

0.1

0.1

0.1

0.1

0.1

0.1

Analysis Start

08/30/09 5:13

08/30/09 5:13

08/30/09 5:13

08/30/09 5:13

08/30/09 5:13

08/30/09 5:13

08/30/09 5:13

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

SW 8082

Analysis End

(If Applicable)

EPA002531



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002532



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974170
Sample Source: (None)
CC-59-12

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082
0.1 08/30/09 7:04 SW 8082

EPA002533



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002534



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009

8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974171
Sample Source: (None)
CC-512-16

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082
0.1 08/30/09 7:41 SW 8082

EPA002535



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002536



Incorporated

since 1986

Cleaning

Name:

Sample Date:
Receipt Date:

Report Date:

PCB's
Aroclor 1016
RAM
Aroclor 1221
RAM
Aroclor 1232
RAM
Aroclor 1242
RAM
Aroclor 1248
RAM
Aroclor 1254
RAM
Aroclor 1260
RAM

Clean Harbors Environmental Services

Teresa Wasson

414 Goff Mountain Road
Cross Lanes, WV 25313

8/27/2009 08:30
8/27/2009 16:30

8/31/2009

Parameter
Method

Sample
Analyst
Result

ND

ND

Units

mg/kg
mg/kg
mg/kg
mg/kg
mg/kg
mg/kg

mg/kg

AC & S,

Serving the chemical industry

Specialty Chemical - Laboratory Services - Rail Tank

Report of Analysis
Sample ID#: 09974172
Sample Source: (None)
CC-516-20

Client Sample

MPM Silicones LLC

MDL Analysis Start Analysis End
(If Applicable)
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082
0.1 08/30/09 8:17 SW 8082

EPA002537



AC&S, Inc.
Reviewed by: P.O. Box 335
Rebecca Kiser  Nitro, WV 25143

ND = Not Detected
* = Above Specified Limit

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results.
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EPA002538



